
 Ei = 8.333 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Ge (2,4,6) 8.2 79.75 48.9 45.4 1.507 68.43 18.83 70.97

Si (1,1,7) 8.152 78.02 15.9 14.7 1.768 25.98 22.1 34.11

Si (4,4,4) 7.908 71.63 16.7 14.7 2.768 40.75 34.6 53.46

LiNbO3 (1,-5,12) 8.331 88.61 220.293 221.7 0.203 44.95 2.53 45.02

LiNbO3 (4,1,12) 8.331 88.61 220.292 221.7 0.203 44.95 2.53 45.02

LiNbO3 (-4,5,12) 8.331 88.61 220.291 221.7 0.203 44.95 2.53 45.02

LiNbO3 (4,-5,12) 8.331 88.61 213.106 215.8 0.203 43.74 2.53 43.82

LiNbO3 (1,4,12) 8.331 88.61 213.105 215.8 0.203 43.74 2.53 43.82

LiNbO3 (1,4,-12) 8.331 88.61 203.924 221.7 0.203 44.95 2.53 45.02

LiNbO3 (4,-5,-12) 8.331 88.61 203.923 221.7 0.203 44.95 2.53 45.02

LiNbO3 (4,1,-12) 8.331 88.61 196.89 215.8 0.203 43.74 2.53 43.82

LiNbO3 (1,-5,-12) 8.331 88.61 196.889 215.8 0.203 43.74 2.53 43.82

LiNbO3 (0,5,10) 8.266 82.75 41.514 40.9 1.06 43.37 13.25 45.35

LiNbO3 (0,-5,-10) 8.266 82.75 35.695 40.9 1.06 43.37 13.25 45.35

LiNbO3 (0,0,18) 8.049 75 32.814 30.2 2.232 67.4 27.9 72.95

LiNbO3 (0,0,-18) 8.049 75 29.504 30.2 2.232 67.4 27.9 72.95

LiNbO3 (2,-6,8) 8.181 79.05 26.25 26.9 1.612 43.35 20.15 47.8

Quartz (-6,3,3) 8.316 86.34 25.045 24.6 0.532 13.11 6.65 14.7

Quartz (3,-6,-3) 8.316 86.34 25.044 24.6 0.532 13.11 6.65 14.7

Quartz (3,3,3) 8.316 86.34 25.043 24.6 0.532 13.11 6.65 14.7

Quartz (3,3,-3) 8.316 86.34 25.041 24.6 0.532 13.11 6.65 14.7

Quartz (3,-6,3) 8.316 86.34 25.04 24.6 0.532 13.11 6.65 14.7

Quartz (-3,6,3) 8.316 86.34 24.928 24.6 0.532 13.11 6.65 14.7

Quartz (6,-3,-3) 8.316 86.34 24.927 24.6 0.532 13.11 6.65 14.7

Quartz (-3,6,-3) 8.316 86.34 24.926 24.6 0.532 13.11 6.65 14.7

Quartz (6,-3,3) 8.316 86.34 24.925 24.6 0.532 13.11 6.65 14.7

LiNbO3 (2,4,-8) 8.181 79.05 24.259 26.9 1.612 43.35 20.15 47.8

LiNbO3 (1,3,-14) 8.021 74.26 22.467 22.3 2.349 52.29 29.36 59.97

LiNbO3 (1,2,-16) 8.045 74.9 21.784 22.4 2.249 50.42 28.11 57.72

LiNbO3 (1,-3,16) 8.045 74.9 21.639 22.4 2.249 50.42 28.11 57.72

Equiv. Refl.: (-6,3,-3)

Equiv. Refl.: (-3,-3,3), (-3,-3,-3)

Equiv. Refl.: (4,-6,-8), (6,-4,-8), (-2,6,-8), (-4,-2,-8), (-6,2,-8)

Equiv. Refl.: (3,-4,-14), (4,-3,-14), (-1,4,-14), (-3,-1,-14), (-4,1,-14)

Equiv. Refl.: (2,-3,-16), (3,-2,-16), (-1,3,-16), (-2,-1,-16), (-3,1,-16)

Equiv. Refl.: (2,1,16), (3,-1,16), (-1,-2,16), (-2,3,16), (-3,2,16)

Equiv. Refl.: (5,-4,-12)

Equiv. Refl.: (-1,-4,-12), (-4,5,-12), (-5,4,-12)

Equiv. Refl.: (5,-1,-12)

Equiv. Refl.: (5,-5,10), (-5,0,10)

Equiv. Refl.: (5,0,-10), (-5,5,-10)

Equiv. Refl.: (4,2,8), (6,-2,8), (-2,-4,8), (-4,6,8), (-6,4,8)

Equiv. Refl.: (5,-1,12)

Equiv. Refl.: (-1,-4,12)

Equiv. Refl.: (-5,4,12)

Equiv. Refl.: (5,-4,12)

Equiv. Refl.: (-1,5,12), (-4,-1,12), (-5,1,12)

Equiv. Refl.: (-1,5,-12), (-4,-1,-12), (-5,1,-12)



 Ei = 8.333 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

LiNbO3 (1,-6,4) 7.946 72.47 21.612 21.5 2.633 56.5 32.91 65.38

LiNbO3 (1,-4,14) 8.021 74.26 20.943 22.3 2.349 52.29 29.36 59.97

LiNbO3 (1,5,-4) 7.946 72.47 20.823 21.5 2.633 56.5 32.91 65.38

Sapph (2,4,4) 8.186 79.24 20.541 18.4 1.584 29.21 19.8 35.29

Sapph (0,2,16) 8.208 80.06 20.524 18.6 1.46 27.21 18.25 32.76

Sapph (2,4,-5) 8.311 85.8 16.171 18.2 0.611 11.13 7.64 13.5

Sapph (2,3,-10) 8.111 76.74 14.707 13.1 1.964 25.7 24.56 35.55

Quartz (1,5,-1) 8.193 79.48 13.826 12.5 1.548 19.32 19.35 27.34

Quartz (-6,1,-1) 8.193 79.48 13.825 12.5 1.548 19.32 19.35 27.34

Quartz (5,1,1) 8.193 79.48 13.824 12.5 1.548 19.32 19.35 27.34

Quartz (6,-1,1) 8.193 79.48 13.76 12.5 1.548 19.32 19.35 27.34

Quartz (6,-5,-1) 8.193 79.48 13.759 12.5 1.548 19.32 19.35 27.34

Quartz (-5,6,1) 8.193 79.48 13.758 12.5 1.548 19.32 19.35 27.34

Sapph (1,4,9) 8.123 77.11 11.867 11.3 1.908 21.49 23.84 32.1

Quartz (2,3,4) 7.835 70.09 11.72 9.8 3.019 29.65 37.73 47.99

Quartz (3,2,-4) 7.835 70.09 11.719 9.8 3.019 29.65 37.73 47.99

Quartz (3,-5,4) 7.835 70.09 11.718 9.8 3.019 29.65 37.73 47.99

Quartz (-2,5,4) 7.835 70.09 11.532 9.8 3.019 29.65 37.73 47.99

Quartz (-3,5,-4) 7.835 70.09 11.531 9.8 3.019 29.65 37.73 47.99

Quartz (5,-2,-4) 7.835 70.09 11.53 9.8 3.019 29.64 37.73 47.99

Quartz (-1,0,7) 8.16 78.31 9.917 9.3 1.724 16 21.55 26.84

Quartz (1,0,-7) 8.16 78.31 9.916 9.3 1.724 16 21.55 26.84

Quartz (0,1,7) 8.16 78.31 9.915 9.3 1.724 16 21.55 26.84

Quartz (-1,-4,4) 8.101 76.45 9.762 8.9 2.008 17.83 25.1 30.79

Equiv. Refl.: (0,-1,-7), (1,-1,7)

Equiv. Refl.: (2,-5,-4)

Equiv. Refl.: (-5,2,4), (-5,3,-4)

Equiv. Refl.: (-2,-3,-4)

Equiv. Refl.: (-3,-2,4)

Equiv. Refl.: (5,-3,4)

Equiv. Refl.: (-1,1,-7)

Equiv. Refl.: (5,-6,-1)

Equiv. Refl.: (-1,6,-1), (-1,-5,1)

Equiv. Refl.: (-5,-1,-1)

Equiv. Refl.: (1,4,-9), (1,-5,9), (1,-5,-9), (4,1,9), (4,1,-9), (4,-5,9), (4,-5,-9), (5,-1,9), (5,-1,-9)

(5,-4,9), (5,-4,-9), (-1,5,9), (-1,5,-9), (-1,-4,9), (-1,-4,-9), (-4,5,9), (-4,5,-9), (-4,-1,9)

(-4,-1,-9), (-5,1,9), (-5,1,-9), (-5,4,9), (-5,4,-9)

Equiv. Refl.: (2,-6,5), (4,2,5), (4,-6,-5), (6,-2,5), (6,-4,-5), (-2,6,-5), (-2,-4,5), (-4,6,5), (-4,-2,-5)

(-6,2,-5), (-6,4,5)

Equiv. Refl.: (2,-5,10), (3,2,10), (3,-5,-10), (5,-2,10), (5,-3,-10), (-2,5,-10), (-2,-3,10), (-3,5,10), (-3,-2,-10)

(-5,2,-10), (-5,3,10)

Equiv. Refl.: (1,-6,1)

Equiv. Refl.: (-6,5,1)

Equiv. Refl.: (5,1,4), (6,-1,4), (-1,-5,4), (-5,6,4), (-6,5,4)

Equiv. Refl.: (3,1,14), (4,-1,14), (-1,-3,14), (-3,4,14), (-4,3,14)

Equiv. Refl.: (5,-6,-4), (6,-5,-4), (-1,6,-4), (-5,-1,-4), (-6,1,-4)

Equiv. Refl.: (2,-6,-4), (4,2,-4), (4,-6,4), (6,-2,-4), (6,-4,4), (-2,6,4), (-2,-4,-4), (-4,6,-4), (-4,-2,4)

(-6,2,4), (-6,4,-4)

Equiv. Refl.: (0,-2,-16), (2,0,-16), (2,-2,16), (-2,0,16), (-2,2,-16)



 Ei = 8.333 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Quartz (5,-1,4) 8.101 76.45 9.761 8.9 2.008 17.83 25.1 30.79

Quartz (-4,5,4) 8.101 76.45 9.76 8.9 2.008 17.83 25.1 30.79

Quartz (4,2,-2) 8.044 74.86 9.704 8.7 2.255 19.69 28.19 34.38

Quartz (2,4,2) 8.044 74.86 9.703 8.7 2.255 19.68 28.19 34.38

Quartz (1,4,-4) 8.101 76.45 9.608 8.9 2.008 17.83 25.1 30.79

Quartz (4,1,4) 8.101 76.45 9.607 8.9 2.008 17.83 25.1 30.79

Quartz (4,-5,-4) 8.101 76.45 9.606 8.9 2.008 17.83 25.1 30.79

Quartz (-2,-4,-2) 8.044 74.86 9.525 8.7 2.255 19.68 28.19 34.38

Quartz (6,-2,-2) 8.044 74.86 9.524 8.7 2.255 19.68 28.19 34.38

Quartz (2,1,-6) 7.888 71.19 7.164 6.6 2.838 18.69 35.47 40.09

Quartz (1,2,6) 7.888 71.19 7.163 6.6 2.838 18.69 35.47 40.09

Quartz (1,-3,-6) 7.888 71.19 7.162 6.6 2.838 18.68 35.47 40.09

Quartz (-3,1,6) 7.888 71.19 7.158 6.6 2.838 18.68 35.47 40.09

Quartz (-1,-2,-6) 7.888 71.19 7.013 6.6 2.838 18.69 35.47 40.09

Quartz (-1,3,6) 7.888 71.19 7.012 6.6 2.838 18.68 35.47 40.09

Quartz (3,-1,-6) 7.888 71.19 7.008 6.6 2.838 18.68 35.47 40.09

Quartz (0,3,6) 8.153 78.06 6.891 6.8 1.762 11.98 22.02 25.07

Quartz (0,-3,-6) 8.153 78.06 6.89 6.8 1.762 11.98 22.02 25.07

Quartz (-3,3,-6) 8.153 78.06 6.887 6.8 1.762 11.98 22.02 25.06

Quartz (3,-3,6) 8.153 78.06 6.886 6.8 1.762 11.98 22.02 25.06

Quartz (3,0,-6) 8.153 78.06 6.885 6.8 1.762 11.97 22.02 25.06

Quartz (0,4,-5) 8.177 78.88 5.469 5.8 1.638 9.51 20.47 22.57

Quartz (4,-4,-5) 8.177 78.88 5.461 5.8 1.638 9.5 20.47 22.57

Quartz (4,0,5) 8.177 78.88 5.46 5.8 1.638 9.5 20.47 22.57

LiNbO3 (2,2,15) 8.258 82.31 5.42 11.3 1.126 12.77 14.07 19.01

Quartz (1,5,0) 8.112 76.78 5.047 5 1.958 9.78 24.47 26.35

Sapph (2,4,1) 7.975 73.14 4.757 5.1 2.525 12.86 31.56 34.08

Quartz (6,-1,0) 8.112 76.78 4.485 5 1.958 9.78 24.47 26.35

Quartz (5,-2,4) 7.835 70.09 4.33 4.3 3.019 12.83 37.73 39.86

Quartz (-2,-3,4) 7.835 70.09 4.326 4.2 3.019 12.82 37.73 39.85

Equiv. Refl.: (2,-6,-1), (4,2,-1), (4,-6,1), (6,-2,-1), (6,-4,1), (-2,6,1), (-2,-4,-1), (-4,6,-1), (-4,-2,1)

(-6,2,1), (-6,4,-1)

Equiv. Refl.: (6,-5,0), (-1,6,0), (-1,-5,0), (-5,6,0), (-5,-1,0)

Equiv. Refl.: (5,-3,-4)

Equiv. Refl.: (-3,0,6)

Equiv. Refl.: (0,-4,5)

Equiv. Refl.: (-4,0,-5), (-4,4,5)

Equiv. Refl.: (2,2,-15), (2,-4,15), (2,-4,-15), (4,-2,15), (4,-2,-15), (-2,4,15), (-2,4,-15), (-2,-2,15), (-2,-2,-15)

(-4,2,15), (-4,2,-15)

Equiv. Refl.: (1,-6,0), (5,1,0), (5,-6,0), (-6,1,0), (-6,5,0)

Equiv. Refl.: (6,-4,2), (-2,6,2)

Equiv. Refl.: (2,-3,6)

Equiv. Refl.: (-3,2,-6)

Equiv. Refl.: (-2,-1,6)

Equiv. Refl.: (-2,3,-6)

Equiv. Refl.: (3,-2,6)

Equiv. Refl.: (5,-4,-4), (-1,5,-4), (-4,-1,-4)

Equiv. Refl.: (2,-6,-2), (4,-6,2), (-6,2,2), (-6,4,-2)

Equiv. Refl.: (1,-5,4), (-5,4,4)

Equiv. Refl.: (-5,1,-4)

Equiv. Refl.: (-4,6,-2), (-4,-2,2)



 Ei = 8.333 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Quartz (-2,5,-4) 7.835 70.09 4.325 4.2 3.019 12.82 37.73 39.85

Quartz (-3,5,4) 7.835 70.09 4.324 4.2 3.019 12.82 37.73 39.85

Quartz (-5,2,-4) 7.835 70.09 4.256 4.3 3.019 12.83 37.73 39.86

Quartz (2,3,-4) 7.835 70.09 4.252 4.2 3.019 12.82 37.73 39.85

Quartz (3,2,4) 7.835 70.09 4.251 4.2 3.019 12.82 37.73 39.85

Quartz (3,-5,-4) 7.835 70.09 4.25 4.2 3.019 12.82 37.73 39.85

Sapph (3,3,6) 8.325 87.53 4.095 8.7 0.36 3.12 4.5 5.48

Quartz (6,-2,2) 8.044 74.86 3.747 3.8 2.255 8.6 28.19 29.47

Quartz (-4,6,2) 8.044 74.86 3.744 3.8 2.255 8.6 28.19 29.47

Quartz (2,4,-2) 8.044 74.86 3.374 3.8 2.255 8.6 28.19 29.47

Quartz (4,2,2) 8.044 74.86 3.372 3.8 2.255 8.6 28.19 29.47

Sapph (2,4,-2) 8.018 74.19 3.232 4 2.36 9.38 29.5 30.96

LiNbO3 (2,4,7) 7.996 73.65 3.086 6.2 2.445 15.1 30.56 34.09

Sapph (1,3,13) 8.241 81.5 2.429 4.2 1.245 5.18 15.57 16.4

Quartz (-1,3,-6) 7.888 71.19 1.918 2.4 2.838 6.83 35.47 36.12

Quartz (-1,-2,6) 7.888 71.19 1.917 2.4 2.838 6.83 35.47 36.12

Quartz (-2,-1,-6) 7.888 71.19 1.916 2.4 2.838 6.83 35.47 36.12

Quartz (-2,3,6) 7.888 71.19 1.915 2.4 2.838 6.83 35.47 36.12

Quartz (3,-2,-6) 7.888 71.19 1.914 2.4 2.838 6.82 35.47 36.12

Quartz (3,-1,6) 7.888 71.19 1.913 2.4 2.838 6.82 35.47 36.12

Quartz (3,0,6) 8.153 78.06 1.613 2.6 1.762 4.56 22.02 22.49

Quartz (0,3,-6) 8.153 78.06 1.606 2.6 1.762 4.54 22.02 22.48

Quartz (1,2,-6) 7.888 71.19 1.559 2.4 2.838 6.83 35.47 36.12

Quartz (2,1,6) 7.888 71.19 1.558 2.4 2.838 6.83 35.47 36.12

Quartz (2,-3,-6) 7.888 71.19 1.557 2.4 2.838 6.83 35.47 36.12

Quartz (-3,1,-6) 7.888 71.19 1.555 2.4 2.838 6.82 35.47 36.12

LiNbO3 (1,5,5) 8.058 75.25 1.237 3.8 2.194 8.35 27.43 28.67

Quartz (5,0,3) 8.057 75.21 1.226 2 2.201 4.44 27.51 27.87

(-6,1,5), (-6,5,-5)

Equiv. Refl.: (5,-5,-3), (-5,0,-3), (-5,5,3)

(-4,1,13), (-4,3,-13)

Equiv. Refl.: (3,-3,-6), (-3,0,-6), (-3,3,6)

Equiv. Refl.: (0,-3,6)

Equiv. Refl.: (1,-3,6)

Equiv. Refl.: (-3,2,6)

Equiv. Refl.: (1,-6,-5), (5,1,-5), (5,-6,5), (6,-1,-5), (6,-5,5), (-1,6,5), (-1,-5,-5), (-5,6,-5), (-5,-1,5)

Equiv. Refl.: (4,-6,-2)

Equiv. Refl.: (2,-6,2), (4,2,2), (4,-6,-2), (6,-2,2), (6,-4,-2), (-2,6,-2), (-2,-4,2), (-4,6,2), (-4,-2,-2)

(-6,2,-2), (-6,4,2)

Equiv. Refl.: (2,-6,-7), (4,2,-7), (4,-6,7), (6,-2,-7), (6,-4,7), (-2,6,7), (-2,-4,-7), (-4,6,-7), (-4,-2,7)

(-6,2,7), (-6,4,-7)

Equiv. Refl.: (1,-4,-13), (3,1,-13), (3,-4,13), (4,-1,-13), (4,-3,13), (-1,4,13), (-1,-3,-13), (-3,4,-13), (-3,-1,13)

Equiv. Refl.: (2,-5,4)

Equiv. Refl.: (3,3,-6), (3,-6,6), (3,-6,-6), (6,-3,6), (6,-3,-6), (-3,6,6), (-3,6,-6), (-3,-3,6), (-3,-3,-6)

(-6,3,6), (-6,3,-6)

Equiv. Refl.: (6,-4,-2), (-2,6,-2), (-2,-4,2)

Equiv. Refl.: (-4,-2,-2)

Equiv. Refl.: (2,-6,2), (-6,2,-2), (-6,4,2)

Equiv. Refl.: (-3,-2,-4)

Equiv. Refl.: (-5,3,4)



 Ei = 8.333 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Quartz (0,5,-3) 8.057 75.21 1.224 2 2.201 4.43 27.51 27.86

Quartz (1,4,4) 8.101 76.45 1.166 1.8 2.008 3.71 25.1 25.37

Quartz (-5,4,-4) 8.101 76.45 1.164 1.8 2.008 3.7 25.1 25.37

Quartz (4,1,-4) 8.101 76.45 1.163 1.8 2.008 3.7 25.1 25.37

Quartz (-5,1,4) 8.101 76.45 1.162 1.8 2.008 3.7 25.1 25.37

Quartz (-1,-4,-4) 8.101 76.45 0.913 1.8 2.008 3.71 25.1 25.37

Quartz (-1,5,4) 8.101 76.45 0.912 1.8 2.008 3.71 25.1 25.37

Quartz (5,-4,4) 8.101 76.45 0.91 1.8 2.008 3.7 25.1 25.37

Quartz (5,-1,-4) 8.101 76.45 0.909 1.8 2.008 3.7 25.1 25.37

Quartz (0,4,5) 8.177 78.88 0.876 1.8 1.638 2.91 20.47 20.68

Quartz (-4,4,-5) 8.177 78.88 0.875 1.8 1.638 2.9 20.47 20.68

Quartz (4,-4,5) 8.177 78.88 0.874 1.8 1.638 2.9 20.47 20.68

Quartz (4,0,-5) 8.177 78.88 0.873 1.8 1.638 2.9 20.47 20.68

Quartz (0,1,-7) 8.16 78.31 0.558 1.3 1.724 2.27 21.55 21.67

Quartz (1,-1,-7) 8.16 78.31 0.553 1.3 1.724 2.26 21.55 21.66

Quartz (-1,0,-7) 8.16 78.31 0.552 1.3 1.724 2.25 21.55 21.66

Quartz (1,0,7) 8.16 78.31 0.551 1.3 1.724 2.25 21.55 21.66

Quartz (6,-1,-1) 8.193 79.48 0.414 1 1.548 1.6 19.35 19.42

Quartz (-3,6,2) 7.911 71.68 0.395 0.7 2.759 2.03 34.49 34.55

Quartz (6,-3,2) 7.911 71.68 0.394 0.7 2.759 2.03 34.49 34.55

Quartz (5,1,-1) 8.193 79.48 0.259 1 1.548 1.6 19.35 19.42

Quartz (1,5,1) 8.193 79.48 0.258 1 1.548 1.6 19.35 19.42

LiNbO3 (3,3,9) 8.27 82.98 0.256 2.5 1.027 2.62 12.83 13.1

Quartz (3,3,2) 7.911 71.68 0.174 0.7 2.759 2.03 34.49 34.55

Quartz (-6,3,-2) 7.911 71.68 0.173 0.7 2.759 2.03 34.49 34.55

Sapph (3,3,3) 7.947 72.5 0.097 0.5 2.628 1.36 32.85 32.87

Equiv. Refl.: (3,3,-3), (3,-6,3), (3,-6,-3), (6,-3,3), (6,-3,-3), (-3,6,3), (-3,6,-3), (-3,-3,3), (-3,-3,-3)

(-6,3,3), (-6,3,-3)

Equiv. Refl.: (6,-3,-2), (-3,6,-2), (-3,-3,2)

Equiv. Refl.: (5,-6,1)

Equiv. Refl.: (1,-6,-1), (-6,1,1), (-6,5,-1)

Equiv. Refl.: (3,3,-9), (3,-6,9), (3,-6,-9), (6,-3,9), (6,-3,-9), (-3,6,9), (-3,6,-9), (-3,-3,9), (-3,-3,-9)

(-6,3,9), (-6,3,-9)

Equiv. Refl.: (3,3,-2), (3,-6,2), (3,-6,-2), (-6,3,2)

Equiv. Refl.: (0,-4,-5)

Equiv. Refl.: (-4,0,5)

Equiv. Refl.: (0,-1,7)

Equiv. Refl.: (-1,1,7)

Equiv. Refl.: (6,-5,1), (-1,6,1), (-1,-5,-1), (-5,6,-1), (-5,-1,1)

Equiv. Refl.: (-3,-3,-2)

Equiv. Refl.: (0,-5,3)

Equiv. Refl.: (1,-5,-4)

Equiv. Refl.: (4,-5,4)

Equiv. Refl.: (-4,5,-4), (-4,-1,4)


